1I. K-M Coefficient (mm_l) I. Observed Film Property

I1l. Observed Film Reflectance
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Chrome Titanate Yellow

Ishihara Tipaque TY-300 (PBr 24)
11.6% PVC; size 0.35 um
{chrome titanate yellow}



